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EN 10204 Type 3.1 / NO REPAIR WELDING WAS PERFORMED

WE HEREBY CERTIFY THAT THE PRODUCT HAS BEEN TESTED IN ACCORDANCE WITH THE SPECIFICATION.
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Quality Assurance Manager
DONG-IL STEEL MFG. CO., LTD.




