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INSPECTION CERTIFICATE nexTeeL co..o. NEXTEEL CO,, LTD

EN10204 TYPE 3.1:2004 i B

HEAD OFFICE

CUSTOMER: (F)CisXZ

P PARC TP U AW $S2212WT
195, 768

© 195 768 Songdeok-ro 212beon-gil
Daesong-myeon, Nam-gu, Pohang-si
Gyeongsangbuk-do

SIGNATURE

SURVEYOR TO :

= HE2 2 70| dot Ald 8 HAtol FH3IRS S SR

WE HEREBY CERTIFY THAT THE PRODUCTS HERE IN HAVE BEEN MADE AND TESTED IN ACCORDANCE WITH THE ABOVE SPECIFICATION

AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ORDER.

QIFAIY TENSILE TEST sfshd e SN EEINE 2AY
BE A (Gauge Length: 2 INCH) CHEMICAL COMPOSITION(%) HYDRO- | IMPACT TEST | HARD-
TYPE sHZ T S £xa¥ oImAE STATIC NESS
iTeml oF NOM- Dimension Quan- | ToTAL | Mzt | =z TENSILE bl Sol Ceq. TEST A.EN- [ SHEAR TEST H|T
9F x FH x Zo| = < Al C |Si{mn| P S |cr| Ni Cu Mo V| - |Ti|Nb|N ERGY | AREA RE
NO. [PIPE INAL ; TITY | WEIGHT |HEAT NO.| VIELD STRENGTH | _
(0.D x Thick. x Length) g |G Al @ | TP | RE-| () (%) MARK
END SIZE (PCS) (kg) STRENGTH MPa
(PSI) | SULT HRB | HV
MPa B [w]e 4 | 3 -4 -2 3 -2 3 -4 o 1c
@ ® [ & @ (%) © ® o] ! )
1 |BBE| 25A(Sch.40) 34mm x 3.4mm x 6000mm 127 1,958 |SQ87125| 310 448 38 1485 |8|466| 89 | 57
SUB TOTAL 127 1,958
**GRAND TOTAL** 127 1,958
x & MEAMA|S KE2X}FRFA| S H|I}2| 21 A} GO)
2] 9/3 K424 B A e SHmALA ey | SEAENE o o qoy @) . (e
REVERSE WELD RESIDUAL A= ZHEAY NONDESTRUCTIVE TEST(NDT)
HEAT TREATMENT VISUAL & FLATTENING, BEND,| FLARING CUPRIC SULPHATE
(WELD SEAM) DIMENSION GUIDED BEND TEST|  TLATTENING DUCTILITY TEST MAGNETISM TeST STRAIGHTNESS DRIFT TEST uT et
TEST TEST TEST ' '
G G G G
(1) BPE: BLACK PLAIN END, 2 0.D: OUTSIDE DIAMETER, Thick.: Wall Thickness ©® G: Good
BBE: BLACK BEVELLED END, Unit £H2I(M: mm, I: Inch) @ NDT: H|TF2| AL
N | BTE: BLACK THREADED END, @ Unit £F9I: (M: Meter, F: Feet, I: Inch) U.T: ULTRASONIC TEST
O | BTC: BLACK THREADED & COUPLED, @ B: BASE METAL(27H), W: WELD METAL(&% %) E.T: EDDYCURRENT TEST
T | GPE: GALVANIZED PLAIN END, (5 H: HEAT(LADLE) ANALYSIS 124, P: PRODUCT ANALYSIS
E | GBE: GALVANIZED BEVELLED END, ® -4:X1/10000 -3:X1/1000
GTE: GAVANIZED THREADED END, (@ Carbon Equivalent(S7tEt22F): C+Mn/6+(Ni+Cu)/15+(Cr+Mo+V)/5
GTC: GALVANIZED THREAD & COUPLED ® T.P.: TEST PRESSURE(E|AE 2t&)
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