
 

CUSTOMER : 

GPE 12.61 0.9 31 13.5 6.1

Signature
- BPE : Black Plain End Square-cut
- CPE : Color Plain End Square-cut

G.W. Lee
- GPE : Galvanized Plain End Squared-cut

   * G : Good / B : Bad
Chief of quality assurance team

.

본 제품은 관련 규격에 합격되었음을 보증합니다.

WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREIN HAS BEEN

ACCEPTED IN ACCORDANCE WITH THE PRESCRIBED SPECIFICATION AND ORDER

Manager of Q.A DEP

34 G G 113JY0382266161 50 × 50 × 2.0T × 6,000 100 G 464 365

( N/mm² ) ( % ) x1/100 x1/1000
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KS D 3568 ( SRT275 )

수  요  가
㈜ 대 동 철 강

TEL : 063)537-7885 FAX : 063)537-7875
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